This study discusses the use of the Morrison model to estimate the strain-hardening exponent (n) in the presence of precipitation hardening for an API X80 steel pipe. As the grain size becomes larger, high values of n are expected according to the Morrison equation. However, the grain size alone is not sufficient to explain the changes of the strain-hardening exponent (n) after hot-induction bending. The vanadium in the ferritic solid solution has an important influence on the decrease of the precipitation hardening, and consequently on the increase of the values of n, despite the refinement of the grain size and high dislocation densities. Therefore, the effects of grain boundaries on the capability to uniformly distribute deformations within the plastic regime become negligible, which limits the application of the Morrison model to estimate the values of n.
Introduction
The American Petroleum Institute (API) establishes standards for steels used in oil-and-gas pipelines, such as the API X80 grade steel. In pipeline construction, some steel pipes of the API class can be subjected to hot-induction bending, which is the usual process to obtain smaller radii of curvature and larger bending angles of up to 90 • . The hot-induction bending changes the microstructure and, therefore, the mechanical properties of the hot-bent section of the pipe.
The Hollomon equation (Equation (1)) can in many cases be used to fit the data of the true stress-strain curves in the non-linear section between the yield strength (YS) and ultimate tensile strength (UTS). In this equation, K is the strength coefficient, n is the strain-hardening exponent, and σ and ε are the true stress and true strain, respectively. By definition, n is the slope of the straight line in Equation (2) , where the pre-exponential, K, can be found by extrapolating to ε = 1.0 [1] .
The K parameter indicates the strength level of the material, and the exponent n indicates the capability to uniformly distribute the deformation. In other words, n evaluates the strain-hardening capability of the material. The values of n can be influenced by processing, test temperatures, as well as the strain rate that was used during the tensile tests. Typical values of n tend to be in the range of 0.15-0.18 for high-strength low-alloy (HSLA) steels and in the range of 0.20-0.23 for low-carbon steels. High-strength materials have lower values of n than low-strength materials [1] because the hardening mechanisms interact with the mobile dislocations, and, therefore, influence the values of n. If the value of n is low, the strain-hardening rate initially is high, but this rate decreases rapidly with further loading.
The effect of grain size (d in mm) on the values of n can be evaluated based on the Morrison model [2] , as shown in Equation (3) . The refinement of the grain size plays an important role in the mechanical properties of the steels-acting as obstacles for the movements of mobile dislocations and affecting the work-hardening mechanisms of steels.
The formation of dislocation loops around precipitates is responsible for the high initial strain-hardening rate of age-hardened alloys. These loops will repel the subsequent dislocations. Therefore, the stresses that are required to keep the new mobile dislocations in movement increase as the distances between the precipitates decrease. The increase in strength can be affected by both a decrease in the size of the precipitates as well as an increase in the volume fraction.
In this study, we discuss the limitations of the Morrison model for estimating the values of n in the presence of precipitation hardening for an API X80 steel microalloyed with titanium, niobium, and vanadium. The motivation for this study comes from the effects of microstructural changes on the mechanical behavior of this HSLA steel under high-frequency hot-induction bending-which leads to a high level of grain refinement, but with a loss of mechanical properties, especially a loss of the YS. High contents of titanium and niobium can result in the formation of coarse precipitates during the solidification process or during the thermo-mechanical controlled processing (TMCP). Titanium and niobium precipitates are of very difficult solubilization during hot-induction bending. This process has a short austenitizing period (nearly 2 min) within the temperature range of 1060-950 • C, followed by external quenching. The temperature gradient is distributed through the wall thickness of the pipe. Within this scenario, the effect of hot-induction bending on the plasticity of the studied steel pipe and the impact of the solubilization of the vanadium precipitates on the mechanical properties are features of interest for the development of this study.
Experimental

Material
The chemical composition and Carbon Equivalent (Pcm) of the API X80 steel pipe are shown in Table 1 . The as-received material (straight stretch of the pipe) was produced from a plate treated by TMCP without accelerated cooling and submitted to the UOE forming process (U for U-ing cold forming from the plate, O for O-ing cold forming from the U shape and, E for cold expansion to meet the geometric tolerances). The nominal wall thickness and diameter of the pipe under study are 19 mm and 508 mm, respectively. Table 2 describes the different routes applied to obtain the samples: TMCP + UOE processes (sample A), hot-induction bending (samples B and C), hot-induction bending followed by tempering (samples D and E), and normalizing heat treatment at 900 • C for 30 min followed by still-air cooling (sample F).
Heat Treatments
When the hot-bent section does not reach the expected YS, a tempering-that is often used for stress relief of the hot-bent pipe-can also be applied to harden the hot-bent section by precipitation of microalloying elements (at appropriate temperatures). The samples D and E represent this stage of the hot-bending process. All of the processing routes, especially the normalizing (sample F), were used to obtain the samples that allowed the relationship between the experimental values of n and the average microhardness values of the ferritic grains to be evaluated.
The hot-induction bending was performed with the following parameters: 105 kW, 1050 • C, 2500 Hz, and bending speed of 0.6 mm/s. The hot-bent section was externally cooled with water jets at 0.3 kg/cm 2 . The regions of the hot-bent section tested were the extrados (external section of the curve arc) and the intrados (internal section of the curve arc).
The tempering of the hot-bent section consisted of heating cycles from 200 • C to the soaking plateau temperatures (600 and 650 • C), with a heating rate of 100 • C/h. In these tempering heat treatments, the soaking times were 1 h and the final cooling was performed in still air.
The Morrison model and a modified model were evaluated to estimate the values of n for these samples obtained by the different processing conditions described in Table 2 . 
Characterization
During the processing of the hot bending, the Joule effect, due to the induced currents, promotes temperature gradients, and therefore a microstructural gradient is formed within the pipe wall (in the hot-bent section) after the cooling stage (superficial quenching). The thickness of the layer affected by the induced currents only depends on the frequency that is applied, in this case, 2500 Hz, while the thickness of the quenched layer depends on the bending temperature, the hardenability of the steel, as well as the post-bending quenching features. Thus, all of the metallographic specimens, as well as the tensile test specimens, were sampled in the middle of the pipe wall. The transverse cross-sectional samples (20 × 20 × 19 mm 3 ) were cut from different sections of the hot-bent pipe for all of the metallographic analyses. After etching in 2% Nital solution, the samples were examined by optical microscopy (OM) in a Zeiss Axioskop microscope (Carl Zeiss Microscopy GmbH, Göttingen, Germany), and also by scanning electron microscopy (SEM) in a JSM-6510LV JEOL microscope (JEOL Ltd., Tokyo, Japan) operating at 20 kV. Grain sizes were measured in 15 randomly selected fields, using the linear intercept method standardized by the American Society for Testing and Materials (ASTM; West Conshohocken, PA, USA) in Standard E112-96 [3] .
Thin-foil samples for transmission electron microscopy (TEM) were prepared from a very thin piece cut from the bulk. These pieces were initially ground to a thickness of 120 µm, and 3 mm diameter disks were punched out of these pieces. Further thinning was obtained by electro polishing in a Tenupol-5 apparatus (Struers ApS, Ballerup, Denmark) at approximately 20 V and 15 • C, using a solution of 95% acetic acid and 5% perchloric acid. The bright-field images were obtained with EM 2010 and EM 2100F microscopes (JEOL Ltd., Tokyo, Japan) operating at 200 kV. TEM analyses of the steel in hot-bent and tempered-and-bent conditions were performed for the intrados and for the intrados tempered at 650 • C, respectively. The objective was to show the interactions between the local precipitation and the dislocations.
The dislocation densities were obtained from the X-ray diffraction (XRD) patterns after the crystallite size effects on the XRD peaks were separated (and removed) from the microstrains (effects). The dislocation density for the steel in the as-received condition (sample A) had already been characterized by TEM in a previous work [4] . The conditions of the XRD measurements were: CoK α radiation (λ = 1.7889 Å), Bragg angles (2θ) ranged from 30 • to 135 • , angular step of 0.02 • and a count time of 5 s per step. The XRD measurements were performed with a D8-Focus diffractometer (Bruker AXS, Karlsruhe, Germany). The standard reference material (SRM) applied for the correction of instrumental broadening was a sample of Corundum SRM 1976 from NIST (National Institute of Standards and Technology, Gaithersburg, MD, USA). Before XRD analyses, the plates of 10 × 10 × 3 mm 3 were submitted to traditional metallographic preparation and then electropolished at 15 V to remove the 50 µm superficial layers, using a solution (at 15 • C) of 90% acetic acid and 10% perchloric acid. Due to the anisotropic conditions of the samples, the modified Williamson-Hall methodology was used to obtain the dislocation densities [5, 6] .
The amounts of the microalloying elements in the ferritic solid solution were determined by ICP-OES techniques using the acidic dissolution method for the preparation of the samples. The tensile specimens were dissolved using a hydrochloric acid solution to extract insoluble carbonitrides of titanium, niobium, vanadium, and molybdenum from the steel [7] [8] [9] . The supernatants-obtained by centrifugation of the acidic solutions containing the dissolved samples-were analyzed via ICP-OES, and any traces of these elements that were in the ferritic solid solution were determined [10] [11] [12] . The ICP-OES analyses were performed in an Optima model 7300DV device (PerkinElmer Inc., Waltham, MA, USA) and the vanadium emission line at 292.402 nm was specifically used to determine any vanadium traces in the samples. Given that the chemical composition of the steel is known (Table 1) and is based on the principle of mass conservation (for these elements), the volume fraction of the nano-precipitates (≤10 nm) could be estimated using the Equation (4) [9] , where: f v is the volume fraction of the nano-precipitates (total volume of nano-precipitates in 1 µm 3 of steel), ρ Fe and ρ ppt are the densities of iron (7.87 g/cm 3 ) and the precipitate, respectively, and wt % ppt is the mass percentage of the nano-precipitates in the steel.
Mechanical Tests
Tensile tests were carried out at room temperature using a universal testing machine EMIC model DL20000 (EMIC, São José dos Pinhais, Brazil). The test speed was 1 mm/min and the strain rate was 0.04 min −1 . The test speed remained constant over the strain interval when the values of n were determined, allowing accurate measurements of the loads and of the displacements during the tensile tests [13] .
The preparations of the specimens and the tensile tests were performed in accordance with API 5 L standard [14] and ASTM A370 [15] . Three standard round tensile specimens from the reduced section (transverse sub-size specimens from API 5L) were used to characterize the tensile mechanical properties. The values of n were obtained from the stress-strain curves, according to the ASTM E646-07 standard [13] . In the plastic region of the stress-strain curves, seven points uniformly distributed between the YS and the UTS were used to calculate the values of n.
Finally, the Vickers microhardness values (HV) were taken from 100 g of the ferrite using a HMV-2/HMV-2T/SHIMADZU microdurometer (SHIMADZU Corporation, Kyoto, Japan), applying a load of 10 g for 15 s. The sizes of the individual grains of the ferrite were measured simultaneously with the microhardness measurements. Using samples prepared and etched by traditional metallography techniques and applying the same methodology as the measurement used to obtain the diagonals of the microindenters, the grains of the ferrite could be visualized and their sizes measured.
Hence, before taking the microhardness measurements, the individual size of each grain was measured. This procedure was repeated 100 times, where 100 g of the ferrite were randomly chosen and then measured. The resolution of the measurements was 0.01 µm, using a 40× objective lens. The average microhardness values of the samples were correlated with the average values of the experimental n to obtain the modified equations (see next section) that describe the behavior of n associated with the different processing routes that are evaluated in this work.
Results and Discussion
Initially, the effect of grain size refinement on n was evaluated based on the Morrison equation [2] , and lower values of n for the samples with smaller grain sizes were expected [16] [17] [18] . However, despite the TMCP, the sample in the as-received condition revealed to have an average grain size larger than the steel in the as-bent condition, as can be seen in the micrographs obtained by OM and SEM in Figures 1 and 2 . The microstructure of the steel shows a ferritic matrix with dispersed particles of the martensite-austenite (M-A) constituents and other microphases. 
Initially, the effect of grain size refinement on n was evaluated based on the Morrison equation [2] , and lower values of n for the samples with smaller grain sizes were expected [16] [17] [18] . However, despite the TMCP, the sample in the as-received condition revealed to have an average grain size larger than the steel in the as-bent condition, as can be seen in the micrographs obtained by OM and SEM in Figures 1 and 2 . The microstructure of the steel shows a ferritic matrix with dispersed particles of the martensite-austenite (M-A) constituents and other microphases. Figure 3 shows the engineering stress-strain curves of the samples that were evaluated in this study. The percentages of the microalloying elements from the chemical composition that precipitated are shown in Table 3 . Table 4 summarizes the main properties of the samples and shows that the effect of the grain size alone was not sufficient to explain the changes in the values of n after the hot-induction bending. 
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assumed that the titanium-niobium carbonitrides have similar contributions to the precipitation hardening in both the as-received and the hot-bent conditions. The solubilization of the vanadium carbides also proved to be significant as the volume fractions of VC0.75 decreased for all of the samples in the hot-bent condition ( Table 4) .
The trend of precipitation is often represented by the solubility products of the precipitates. The effectiveness of the precipitation hardening depends on the solubility limits of these microalloying elements in the austenite. The limit of solubility controls the content of the microalloying element that can be dissolved in the austenite and then to be available to precipitate during the cooling stage. Due to the high solubility of VC0.75 when compared with titanium and niobium precipitates (carbides, nitrides, and carbonitrides), the steels that are microalloyed with vanadium can be hardened after normalizing at temperatures close to 950 °C, where the titanium and niobium precipitates have very low solubilities [22] . The steel in the as-normalized condition discussed in this work is hardened mainly by the grain refinement because the normalizing temperature of 900 °C is not high enough to dissolve the coarser precipitates of the microalloying elements in the austenite. Despite the refined grain size in the normalized condition, the tensile properties of the normalized condition, especially YS, are very low when compared to the tensile properties of this steel processed under the other conditions. Also, both models agree closely with the experimental value of n of the studied steel in its as-normalized condition (Table 4 and Figure 5 ). Precipitates are known to interact with the dislocations by blocking and/or generating new dislocations during deformation in the tensile test. The mobile dislocations predominantly cut through small coherent precipitates, creating particles of the sheared precipitates (Friedel cutting). When the precipitates are incoherent with the ferritic matrix the dislocations make loops around them (Orowan looping) [1, [23] [24] [25] . The trend of precipitation is often represented by the solubility products of the precipitates. The effectiveness of the precipitation hardening depends on the solubility limits of these microalloying elements in the austenite. The limit of solubility controls the content of the microalloying element that can be dissolved in the austenite and then to be available to precipitate during the cooling stage. Due to the high solubility of VC 0.75 when compared with titanium and niobium precipitates (carbides, nitrides, and carbonitrides), the steels that are microalloyed with vanadium can be hardened after normalizing at temperatures close to 950 • C, where the titanium and niobium precipitates have very low solubilities [22] . The steel in the as-normalized condition discussed in this work is hardened mainly by the grain refinement because the normalizing temperature of 900 • C is not high enough to dissolve the coarser precipitates of the microalloying elements in the austenite. Despite the refined grain size in the normalized condition, the tensile properties of the normalized condition, especially YS, are very low when compared to the tensile properties of this steel processed under the other conditions. Also, both models agree closely with the experimental value of n of the studied steel in its as-normalized condition (Table 4 and Figure 5 ).
Precipitates are known to interact with the dislocations by blocking and/or generating new dislocations during deformation in the tensile test. The mobile dislocations predominantly cut through small coherent precipitates, creating particles of the sheared precipitates (Friedel cutting). When the precipitates are incoherent with the ferritic matrix the dislocations make loops around them (Orowan looping) [1, [23] [24] [25] .
The Orowan mechanism becomes the main mechanism of interaction between the precipitates and the dislocations, after the size of the precipitate reaches the critical value. In this context, the increase of the strain-hardening rates is associated with the increase of the stresses that are required to loop the dislocations around the precipitates [20] .
The samples of the hot-bent section showed high experimental values of n, despite the higher dislocation densities and larger grain refinement than the as-received steel. These results were associated with the different levels of precipitation hardening, which resulted from the various processing routes. In materials with high initial dislocation densities, the sessile dislocations increase the work hardening, since this type of the dislocation can hinder the movement of mobile dislocations [1] . Sessile dislocations do not have their Burgers vector lying in the fault plane with which they are associated, and are incapable of gliding [26] . Consequently, the sessile dislocations can decrease the capability of the steel to uniformly distribute the plastic deformation (n). However, the results in Table 4 suggest that the values of n are more significantly reduced by precipitation hardening than by work hardening.
As mentioned above, the cutting mechanism of the precipitates by the action of the dislocations occurs for coherent and small particles (less than 10 nm). The presence of pairs of dislocations is a proof of this mechanism [27] . However, the authors in [28] reported that the small precipitates of vanadium can be incoherent and interact with the dislocations through the formation of Orowan loops. In the present case, Figure 7a shows dislocations pinned by nano-precipitates suggesting the formation of Orowan looping. Additionally, Figure 7c ,d shows the formation of dislocation loops (Orowan mechanism) around coarse precipitates whose interfaces with the ferritic matrix are generally of the incoherent type. Some bend contours appear as broad, fuzzy dark lines in the bright-field images [29] in Figure 7b , where there is the presence of coarse precipitation that was not dissolved during hot-induction bending. This coarser precipitation does not contribute to the mechanical strength of this steel.
Conclusions and Final Considerations
1.
The impact of precipitation hardening on the stable plastic behavior of the steel increased as the precipitation hardening became more intense. The effect of precipitation hardening on n become dominant, when compared with the effects of hardening mechanisms by dislocations and grain size.
2.
The values of n could not be accurately estimated by the Morrison equation due to the different levels of precipitation shown-after different processing routes-by the pipeline microalloyed steel of this work.
3.
The values of n calculated from the modified equations agree well with the experimental results, revealing that the application of the microhardness of the material can be an alternative to estimate the capability to uniformly distribute the plastic deformation due to good correlations involving microhardness, processing conditions, and the hardening mechanisms.
